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4. Concrete shall be Portland Concrete Cement with a minimum 28 day compressive
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EXPANSION JOINT WEAKENED PLANE JOINT
CURB AND SIDEWALK

=======Expansion joints at curb returns, adjacent to structures and at 45’ intervals.
||||||| Weakened Plane Joints at mid point of curb return, when required, and at

15’ intervals from BCR’s

1/4" grooves with 1/2" radius edges at 5' intervals.

strength of 3000 PSI.
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